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Abstract: This paper presents a numerical model based on the extended finite element
method (XFEM) to tackle the problems of hydraulic fracturing and frictional contact in
rock cracks. By considering the water pressure distribution on the crack surfaces and the
virtual work principle of frictional contact on the crack surfaces, the governing equations
for analyzing hydraulic fracturing and frictional contact problems using the XFEM are
derived, and the implementation method of the XFEM with frictional contact and water
pressure distribution on the crack surfaces is presented. Taking a single-edge-cracked flat
plate as an example, the interaction integral method is employed to compute the stress
intensity factor in the case of water pressure distribution on the crack surface. Subsequently,
a comparative analysis is carried out between the obtained results and the exact solutions.
It is demonstrated that this method can yield highly accurate calculation results. Taking
a flat plate with a through crack as an example, the nonlinear complementary method
is adopted to solve the frictional contact problem. This contact algorithm can effectively
prevent the crack surfaces from interpenetrating, and its results are consistent with those
calculated by the finite-element penalty function method. Based on the XFEM, the hydraulic
fracturing analysis of a flat plate with a central crack under uniaxial compression is carried
out. The critical water pressure decreases as the crack length increases, and the critical
water pressure increases as the external axial pressure increases. Taking a gravity dam with
an initial crack as an example, the calculation results show that hydraulic fracturing will
increase the mode I stress-intensity factor at the crack’s tip and reduce the stability of the
crack located in the dam foundation of the gravity dam.

Keywords: extended finite element method; hydraulic fracturing; friction contact; cracks;
critical water pressure

1. Introduction

Hydraulic fracturing is defined as the process where the fractures present in rock
masses are enlarged and extended under the influence of high-pressure water flow or other
liquids [1]. Hydraulic fracturing was first applied in the petroleum industry to increase the
output of oil wells and was later used in fields such as in situ stress measurement, nuclear
waste storage, and geothermal development [2]. Meanwhile, hydraulic fracturing can also
have serious consequences for engineering projects. For example, rock slopes may slide
under the action of groundwater, high-pressure water conveyance structures and reservoir
dams may crack, and water gushing may occur during tunnel construction. Therefore, the
problem of hydraulic fracturing in rock masses has become an issue that urgently needs to
be solved at present.
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Numerical simulation methods provide important tools for studying the mechanism
of hydraulic fracturing in rocks [3]. Among these methods, the extended finite element
method is a rather effective numerical simulation approach for analyzing discontinuous
problems [4]. When this method is used to analyze fracture problems, its computational
grid is independent of the physical boundaries or the internal geometry of the structure. It
overcomes the need for high-density meshing in the crack tip region, and there is no need
to re-mesh when simulating crack propagation. Therefore, it can conveniently analyze the
problem of hydraulic fracturing in rocks. Sheng Mao et al. [5] used the extended finite
element method to simulate the propagation of a single hydraulic crack under the action
of a constant water pressure. Shi Luyang et al. [6] introduced the uncoupled model of
hydraulic fracturing into the extended finite element method to simulate the propagation of
hydraulic fractures and natural fractures. Zhang et al. [7] combined the phase-field method
with the extended finite element method to simulate the hydraulic fracturing process
of natural fractures in shale formations. Lecampion et al. [8] used the extended finite
element method based on the uncoupled model to simulate the crack width and pressure
distribution in hydraulic cracks. Shi Fang et al. [9] proposed an efficient numerical model
for three-dimensional hydraulic fracturing simulation based on the extended finite element
method, which takes into account the crack front segmentation. Zeng Qingdong et al. [10]
used the extended finite element method to study the problem of hydraulic fracturing in
elastoplastic porous media under thermos-hydraulic coupling conditions. At present, there
are relatively few studies on the mechanism of hydraulic fracturing of rock compression
cracks using the extended finite element method.

In this paper, a numerical model for solving the problems of hydraulic fracturing and
frictional contact of rock cracks using the extended finite element method is established.
The computational model is applied to the analysis of hydraulic fracturing of specimens
with central cracks and gravity dams with initial cracks under the action of axial pressure,
so as to study the influence of axial compressive stress and initial crack length on the critical
water pressure of hydraulic fracturing of specimens, as well as the influence of hydraulic
fracturing on the crack stability of gravity dams.

2. The Hydraulic Fracturing Model and Contact Model of the Extended
Finite Element Method

2.1. The Approximate Displacement Function of the Extended Finite Element Method

Based on the partition-of-unity concept, the extended finite element method adds
additional functions to the approximate displacement function of the traditional finite
element method. These additional functions reflect the singularity at the crack tip and the
discontinuity of the crack surface. The approximate displacement function is as follows [11]:

4
u=Y Ni(x) |u;+ H(x)a; + }_ F(x)b" (1)
i€ l l ‘5/"1 I:Z{ l
i€, ———
i€eQp

where u; is the nodal degrees of freedom of a conventional element; a; is the additional
)
i

of a crack-tip element; () is the set of all nodes within the computational domain; Qr is

degrees of freedom of a crack-penetrating element; b; "’ is the additional degrees of freedom

the set of nodes of the crack-penetrating element; (2, is the set of nodes of the crack-tip
element; and N; is the shape function of the node.
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H(x) is a jump function used to characterize the displacement discontinuity within
the crack-penetrating element:

+1,(x—x*)-n>0
H(x) = 2
(%) { —1, otherwise @)

where x is a Gauss point in the computational domain, x* is the closest point on the crack
surface to x, and 7 is the unit-utward normal vector to the crack at x*.

F(x) is an additional function of the crack-tip element that reflects the singularity at
the crack tip [12]:

F(x) = ﬁ{sin(i)cos(i) sin(@)cos(i)sin(@) sin(i)} 3)

where (7, 8) represent the local polar coordinates at the crack tip (as shown in Figure 1).

Figure 1. Local polar coordinates.

For the elements containing cracks, the relative displacement of the same point on the
crack surfaces can be obtained from Equation (1):

w=u"—u =2Y Na+2v7 Y Nb )
i€eQr i€Qp

where w represents the relative displacement of the same point on the crack surfaces.

2.2. Discrete Equations for Hydraulic Fracturing

After the displacement mode is constructed, the extended finite element governing
equations for the hydraulic fracturing problem are derived through the principle of virtual
work:

/ozéedQ:/b-(SudQ+/t~5udS+ p-Swds 5)
Q Q Tt Te

where p is the water pressure on the crack surface I'; t is the external force on the boundary
I't; b is the body force on the computational domain ; o, du, and Je are the Cauchy stress
tensor, virtual displacement, and virtual strain, respectively.

Substituting the extended finite element approximate displacement expressions (1)
and (4) into the extended finite element governing Equation (5), the discrete equations for
hydraulic fracturing can be obtained:

KU = f (6)

The global stiffness matrix K is formed by the assembly of the element stiffness
matrices Ki°

T
K = [ (B) DBJAO (7,5 =) ?
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a

the functional expressions of the strain matrices B, Bf»’, and B} can be found in Reference [13].

U is the node displacement vector:
T
u={u a; b b o> p* | 8)

f; is the equivalent nodal load vector of the body force b, the external force £, and the
water pressure p, and it can be expressed as:

f={prf ) ©)

fi = Jp, NitdT't + [ NibdQ)
fi = [, NiHEdT; + [y NjHbAQ +2 [ - NypdT (10)
£ = Jr, NiFy#dl + [y NiFibdQ + 2 f1. my/7 - NypdT

wherel=1,2,3,4.

2.3. Contact Model

The extended finite element governing equations for the frictional contact problem
can be obtained from the principle of virtual displacement as follows:

/0:5ed0:/b-5ud0+/ t-5ud5+/ p-5wd5+/§-5wdr (11)
(@) QO Sg rc r

where p represents the contact force vector acting on the crack surface I'. within the global
coordinate system.
It can be obtained from the governing Equation (11), Formula (5), and the discrete
Equation (6):
KU=f+P (12)

where P is the equivalent nodal load vector of the contact force vector p on the crack surface.
The above formula can be written in the following form:

d=Rp+7q (13)

where R = DK~!C, § = DK™!f, and g denote the relative displacements induced by the
external load f on the crack surface.

With
D = [02N;(x)2y/7Ng(x)0 0 0] 1
C = [ON;(x)/7N;(x)000] "
Equation (13) can be reformulated as follows:
d=Rp+q (15)

where R = TTRT, g = T, and T are the global transformation matrices.

The above-mentioned formula represents the relationship between the relative dis-
placements and forces on the contact surface.

When addressing contact problems via the conventional finite element method, two
conditions must be met. Firstly, the crack surface should align with the element boundary,
and secondly, nodes must be present on the crack surface. In contrast, when employing the
extended finite element method to tackle contact problems, the crack surface can traverse
through the interior of the element, and there is no need for nodes on the crack surface.
In this paper, the contact relationship on the crack surface is characterized by leveraging
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the relationship between the displacements and forces at the Gaussian points on the crack

T
Mesh

)/ @ Intersection point

I'+ | /,4 Gauss point

: : — Crack
1_'_

surface (as depicted in Figure 2).

Figure 2. Gaussian points on the crack surface.

The Gaussian points serve as contact point pairs. When considering the i-th contact
point pair, it must adhere to both the geometric compatibility condition and the friction
condition (as detailed in Reference [14]). These contact conditions can be formulated as the
following non-smooth equations of the nonlinear complementary type:

h o= min{d;, p;} -0 (16)

Wy =di + min{0, umax{0, pl, — d;} + ph — d’T}

max{0, —puma{0, p, — diy } + p — i} = 0 47

where y is the Coulomb friction coefficient.

It can be seen from Equation (15) that the vector d is a function of the vector p.
Therefore, Equations (16) and (17) can be written as non-smooth equations of the nonlinear
complementary type with p as the variable:

H(p) =0
hé(r) =0 } 19

The above formula is a non-smooth equation system model of the nonlinear com-
plementary type for the plane friction contact problem. In this paper, the non-smooth
damped Newton method proposed in Reference [14] is employed to directly resolve the
aforementioned non-smooth equation system.

3. Stress Intensity Factor Calculation and Crack Propagation Criterion
3.1. Calculation of Stress Intensity Factor

The interaction integral method is employed to compute the stress intensity factor at
the crack tip. The expression of the interaction integral I(1?) is as follows:

(1)

2) 1) )
(12) _ (1) 9% @0 va2s V92, (1)91; (2)94;
I /A (al] G o) S~ Wy axjdA " Gt e @ (19)

where u;, Tij, and &jj are the displacement vector, stress tensor, and strain tensor, respectively;
A is the integral region around the crack tip; d;; is the Kronecker delta; Q is the weight
function; p; is the water pressure on the crack surface; the superscript 1 represents the
real state and takes the numerical solution of the extended finite element method; and the
superscript 2 represents the auxiliary state and takes the crack-tip asymptotic field.

W12) is the interaction strain energy density of states 1 and 2, and its expression is
as follows:

1
w12 _ > ( ‘Ti(jl) 55].2) - ai§z>g§.} >) (20)
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The stress intensity factor and the interaction integral are related as follows:
2
12) _ (1) g (2) (1) g (2)
102 = = (kK + kUK (21)

for plane strain, E* = E/1 — vZ; for plane stress, E* = E.
By choosing state 2 as the asymptotic fields of mode I and mode II, the stress-intensity

factors of mode I and mode II corresponding to state 1 can be derived: K; = E* /2] (1model),

Ky = E*/zl(l,modell)'

3.2. Crack Propagation Criterion

The maximum circumferential stress criterion is utilized as the crack propagation
criterion to determine the crack propagation angle 0,:

0. = 2arctan}1 (KI/KH 14/ (KI/KH)Z + 8) (22)

The equivalent stress intensity factor K" is calculated according to the following formula:
K= 5 c0s{ o [K1(1 + cos6.) — 3Ky sin 6] (23)

4. Numerical Examples
4.1. A Plate with a Single-Edge Crack

The rectangular plate with the length of a single-edge crack being ¢ = 2 m is shown in
Figure 3. The width of the flat plate is w = 5 m, the height is # = 5 m, and the uniformly
distributed water pressure p = 1 Mpa acts on the crack surface. The elastic modulus of the
material of the rectangular plate is E = 12 GPa, and the Poisson’s ratio is v = 0.2. The finite
element meshing is shown in Figure 4, the red line in the figure is crack.

P
tttt
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h 4

€ w i

I« L]

Figure 3. A rectangular plate with edge crack.

Figure 4. Mesh generation.
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Based on the superposition principle reported in Reference [15], the precise solution
for the stress intensity factor under the action of uniformly distributed water pressure on
the crack surface is as follow:

Kexae = [1.12 — 0.231(¢/w) + 10.55(¢/w)? —21.72(c/w)? + 30.39(C/w)4}0' e (24)

Define the normalized stress intensity factor

KIXFEM

n __
KI - foac

(25)

where KXFEM is the stress intensity factor calculated by the method proposed in this paper.
The normalized stress intensity factor for different elements are given in Table 1.

Table 1. Normalized SIF values for different elements.

The Number of Mesh Elements
1225 2025 4225 5625 9025 13,225
KT 0.9011 0.9292 0.9627 0.9734 0.9894 1.0008

Figure 5 illustrates the impact of the quantity of mesh elements on the value of the
normalized stress intensity factor. As can be observed from the figure, high computational
precision can be attained even when the number of elements is comparatively small. As
the number of elements increases, the computational error gradually decreases. When the
number of mesh elements is around 10,000, the influence of the number of mesh elements
on computational accuracy can be neglected.

1.00 - —

0.98

\

0.96 a

o i
M 0.94 L
092

0.90 =

2,000 4,000 6,000 8,000 10,000 12,000 14,000
Number of mesh elements

Figure 5. The effect of mesh elements on normalized SIF.

Figure 6 presents the stress-intensity factors when the crack surface is subjected to
different water pressures, with the number of mesh elements set at 13,225. From this figure,
it is evident that the values of the stress-intensity factors computed by the method proposed
in this paper are in good agreement with the exact solutions. This finding suggests that the
method introduced in this paper can accurately calculate the stress-intensity factors under
the action of uniformly distributed water pressures on the crack surface.
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K, (MN-mm™")

0.6 0.8 1.0 1.2 1.4 1.6 1.8 20 22

Water pressure inside the crack (MPa)

Figure 6. The SIFs under different water pressures on the crack.

4.2. A Plate with a Through Crack

Figure 7 shows a rectangular plate with a through crack. The friction coefficient of the
crack surface is y = 0.3, the bottom is under fixed constraints. Both the length and width
of the flat plate are 10 m. Its top is subjected to the tangential uniformly distributed shear
force 7= 25 KPa and the normal uniformly distributed pressure o = 100 KPa. The elastic
modulus is E = 200 GPa, and the Poisson’s ratio is v = 0.3.

o
] 7

s s, s 7 B, T 7
“
=<
v
"

10

P d it a i

Figure 7. Rectangular plate with through crack.

To validate the accuracy of the contact algorithm proposed in this paper, a comparison
is made between this algorithm and the finite-element penalty function method. The finite-
element mesh generation is illustrated in Figure 8a, where the computational model is
partitioned into a total of 400 elements. Figure 8b shows the extended finite element mesh,
which adopts four-node isoparametric elements. The computational model is divided
into 100 elements in total. The red line in the Figure 8 is crack. The numerical example
has undergone five iterations of calculation and met the convergence requirements, with
a tolerance of 9.1104 x 10~?. Figure 9 shows the displacement contour plot. It can be
seen from the figure that under the action of compressive-shear stress, the horizontal and
vertical displacements of the upper and lower parts of the crack surface are continuous,
indicating that the contact algorithm in this paper is effective. The stress contour plot is
shown in Figure 10. As can be seen from the figure, the normal stress on the crack surface
is continuous, while the tangential normal stress is discontinuous, which conforms to the
conditions of the compressive stress contact surface.
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(@) (b)

Figure 8. Mesh generation. (a) Extended finite element mesh; (b) finite element mesh.

(a)

Figure 9. Displacement contour (Unit: m). (a) Horizontal displacement; (b) vertical displacement.

4

x 10
2
0
)
-4
-6
-8
—-10

. -12

‘ -14 )
(a) (b)

Figure 10. Stress contour (Unit: Pa). (a) Normal stress 0yy; (b) normal stress .

Figure 11 depicts the contact stresses on the crack surface computed by the finite-
element penalty function method and the contact algorithm presented in this paper. From
this figure, it is clear that the calculation results of the contact algorithm in this paper are in
good agreement with those of the finite-element penalty function method, which implies
that the contact algorithm in this paper is accurate. Table 2 showcases the normal contact
forces, normal relative displacements, tangential contact forces, and tangential relative
displacements of Gaussian points 1 to 20 on the crack surface.
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-0.02
0.04]
0.06 -
0.08]
010
012f
0.14]

Normal contact stress (MPa)

-0.16 -
-0.18 -

—=&— Extended finite element method
—o— Finite Element Method

40

30+

20

10 -

Tangential contact stress (KPa)

-10

2 4 6

Horizontal coordinate of the crack

(a)

—a— Extended finite element method

—o— Finite Element Method

8 10
(m)

2 4 6 8

Horizontal coordinate of the crack (m)

(b)

Figure 11. Contact stresses on the crack surface. (a) Normal contact stress; (b) tangential contact stress.

Table 2. Computational results of the slipping contact points 1-20.

i pLIN pLIN di/m di/m

1 —1.6978 x 10% 2.8712 x 104 2.1843 x 1077 —2.8033 x 1071°
2 —1.3372 x 104 4.0254 x 10* 2.9343 x 1077 —2.6368 x 10715
3 —1.4746 x 104 4.7598 x 10* 3.4758 x 1077 —2.5171 x 10715
4 —1.8951 x 104 5.7070 x 10* 4.2055 x 1077 —2.3471 x 10715
5 —2.1670 x 10* 6.3780 x 10* 45915 x 1077 —2.2239 x 10715
6 —2.4894 x 10* 7.2643 x 10* 49167 x 1077 —2.0582 x 10~15
7 —2.6968 x 10* 7.8693 x 10% 5.0011 x 1077 —1.9333 x 1071°
8 —2.9409 x 104 8.6359 x 10% 49064 x 1077 —1.7677 x 10~1°
9 —3.0967 x 10* 9.2017 x 10% 4.6729 x 1077 —1.6463 x 1071°
10 —3.2781 x 104 9.9811 x 104 4.1295 x 10~7 —1.4754 x 10715
11 —3.3636 x 10* 1.0452 x 10° 3.5693 x 10~7 —1.3540 x 10715
12 —3.4159 x 10* 1.0958 x 10° 25821 x 107 —1.1857 x 10715
13 —3.5201 x 10* 1.1714 x 10° 1.7515 x 1077 —1.0625 x 10715
14 —4.3069 x 10% 1.3107 x 10° 4.6932 x 1078 —8.9208 x 1016
15 —4.3905 x 10* 1.2898 x 10° 54210 x 1071° —7.6978 x 10716
16 —2.6140 x 104 1.1299 x 105 5.5904 x 10~1° —6.0238 x 10716
17 —2.0941 x 104 1.4269 x 105 45740 x 10719 —4.6339 x 10716
18 —2.4505 x 10* 2.3981 x 105 3.3881 x 10720 —2.4817 x 10716
19 —1.9113 x 10* 2.2663 x 10° —6.2680 x 10-20 —1.4095 x 10716
20 —8.1822 x 102 9.3493 x 10* 2.8799 x 10~20 —6.2992 x 10~
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4.3. A Plate with a Central Crack

Figure 12 shows a rock specimen with a central crack. The length of the central crack
is 2 m, the height of the specimen is 15 m, and the width is 10 m. The top of the specimen is
subjected to an external axial pressure o= 1 MPa, and the crack surface is acted upon by a
uniformly distributed water pressure p = 3 MPa. The elastic modulus of the rock specimen
is E = 10 GPa, the Poisson’s ratio is v = 0.3, the fracture toughness is K;. = 0.6 MN-m—3/2,
and the friction coefficient of the crack surface is y = 0.3.

Ll

p

i1

A

p

Bl

Figure 12. Specimen with center crack.
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<
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Considering the structural symmetry of the specimen, the right half of the specimen is
taken. The mesh generation is shown in Figure 13, the red line in the figure is crack. The
computational model is divided into 12,675 elements in total. The numerical example has
undergone four iterations of calculation and met the convergence requirements, with a
tolerance of 1.1586 x 10~10. Figure 14 shows the stress contour plot. It can be seen from
the figure that under the combined action of the external axial pressure and the internal
water pressure, an obvious stress concentration phenomenon appears at the crack tip of
the rock specimen with a central crack. The stress-intensity factors under different crack
lengths are shown in Figure 15, indicating that under the combined action of the external
axial pressure and the internal water pressure, the stress intensity factor at the crack tip of
the rock specimen increases as the crack length increases.

Figure 13. Mesh generation.
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Figure 14. Stress contour (Unit: Pa). (a) Normal stress 0yy; (b) normal stress oy,
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Figure 15. The SIFs under different crack lengths.

The water pressure within the crack commences at 0 MPa and steadily rises with
an increment of 0.1 MPa. When the stress intensity factor at the crack tip surpasses the
fracture toughness, the water pressure inside the crack at that moment is regarded as the
critical water pressure. Figure 16 displays the crack propagation path under the influence
of a critical water pressure of 3 MPa. The number of crack propagation steps amounts to
eight, and the crack propagation step-length is set at 0.5 m. The crack propagation criterion
employed is the maximum circumferential stress criterion. As can be discerned from the
figure, the crack initiates propagation from the tip and extends in the horizontal direction.
The numerical calculation results are in accordance with the experimental results reported
in Reference [16].

Figure 17 illustrates the critical water pressures corresponding to different crack
lengths. From this figure, it is apparent that the critical water pressure declines as the crack
length grows. Figure 18 presents the critical water pressures under varying external axial
pressures. As can be observed from the figure, the critical water pressure rises in tandem
with the increase in external axial pressure. The calculation outcomes are in agreement
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with the experimental findings reported in Reference [16]. The axial pressure exerts an
inhibitory influence on crack initiation, leading to an increase in the critical water pressure.

The third step The eighth step

Figure 16. The crack propagation path.

32
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Critical water pressure (MPa)

/

1.0 1.5 2.0 2.5 3.0 3.5 4.0
crack length (m)

—_
N

Figure 17. Critical internal water pressure under different crack lengths.
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Figure 18. Critical internal water pressure under different external axial pressures.
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4.4. A Gravity Dam with an Initial Crack

There is an initial crack with a length of 10 m at the foundation of a concrete gravity
dam. The angle between this crack and the horizontal section of the dam heel is 30°.
The height of the dam is 192 m, the width at the bottom of the dam is 159.8 m, and the
width at the top of the dam is 10 m. The scope of the dam foundation extends 192 m
upstream, downstream, and in the depth of the dam foundation, respectively, as shown in
Figure 19. The upstream and downstream boundaries of the dam foundation are under
normal constraints, and the bottom of the dam foundation is under fixed constraints. The
computational parameters related to the materials of the gravity dam are shown in Table 3.
The quadrilateral isoparametric elements are adopted for numerical analysis. The mesh
generation is shown in Figure 20, with the number of elements being 5920 and the number
of nodes being 6109.

)

S

70%
3%

192

Initial crack
192 159.8 192

192

Figure 19. Gravity dam with initial crack (unit: m).

Table 3. Mechanical parameters of gravity dam materials.

Fracture Toughness/

Section Elastic Modulus/GPa Poisson’s Ratio Unit Weight/(kN/m®) (KN-m—2)
Dam body 22 0.167 24 21,500
Dam foundation 24 0.2 28 22,800

Figure 20. Mesh division.

The main loads considered in the calculation include the self-weight of the dam, the
upstream hydrostatic pressure, and the water pressure inside the crack. For the hydrostatic
pressure, the method of gravity overload is adopted. Only the water gravity is increased
while the water level remains at 192 m. The overload coefficient is the ratio before and after
the increase in the water pressure. In this example, the overload coefficient is taken as 2.5.
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The maximum circumferential stress criterion is adopted as the crack propagation
criterion, and the crack propagation step length is taken as 3 m. There are a total of
12 crack propagation steps. Figure 21 shows the stress contour plot of the gravity dam
obtained by the extended finite element calculation. It can be seen from the figure that
stress concentration phenomena occur in both the dam heel and the crack tip areas, and the
stress value in the dam heel area is significantly lower than that in the crack tip area.

x 10"
1

0.5
5 o
I AN
“ -0.5
-1
-1.5
(@)

6

)&lO

(b)

=

()

Figure 21. Stress contour for gravity dam (Unit: Pa). (a) oxy stress; (b) oyy stress; (c) oy stress.

The crack propagation paths with and without considering hydraulic fracturing are
shown in Figure 22. The crack propagation angle in the case of considering hydraulic
fracturing is smaller than that in the case of not considering hydraulic fracturing.

N\sidcr hydraulic fracturing
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Figure 22. Crack extension path of gravity dam.
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Figure 23 presents the relationship curve between the stress intensity factor and the
crack length. When hydraulic fracturing is considered, the mode I stress-intensity factor
fluctuates. Conversely, when crack hydraulic fracturing is not taken into account, the mode
I stress-intensity factor remains relatively stable. As the crack propagates further, the mode
I stress-intensity factor in the scenario where hydraulic fracturing is considered exceeds
that in the scenario without considering it. This indicates that hydraulic fracturing can
enhance the mode I stress-intensity factor at the crack tip. Consequently, the stability of the
crack at the foundation of the gravity dam is diminished.
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Figure 23. Relationship curve between stress intensity factor and crack length.

5. Conclusions

This paper takes advantage of the extended finite element method in solving problems
on moving discontinuous surfaces. By taking into account the virtual work principle of
the water pressure distribution on the crack surface as well as the frictional contact of the
crack surface, the governing equations for analyzing hydraulic fracturing and frictional
contact problems via the extended finite element method are deduced. A numerical model
based on the extended finite element method is developed to address the problems of
hydraulic fracturing and frictional contact of rock cracks. The calculation model is applied
to the hydraulic fracturing analysis of the specimens with central cracks and the gravity
dams with initial cracks under the action of axial pressure. The following conclusions
are obtained:

(1) The values of the stress-intensity factors calculated by the method in this paper are
consistent with the exact solutions, indicating that the method in this paper is accurate
in calculating the stress-intensity factors when the crack surface is subjected to the
action of uniformly distributed water pressures. Moreover, as the number of elements
increases, the computational error gradually decreases.

(2) The contact algorithm in this paper can effectively prevent the crack surfaces from
interpenetrating. Its results are consistent with the calculation results of the finite-
element penalty function method, indicating that the contact algorithm in this paper
is accurate.

(3) Under the combined action of the external axial pressure and the internal water
pressure, the stress intensity factor at the crack tip of the rock specimen increases as
the crack length increases. The critical water pressure decreases as the crack length
increases; the critical water pressure increases as the external axial pressure increases.
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The axial pressure has an inhibitory effect on crack initiation, and the critical water
pressure will increase.

(4) Hydraulic fracturing will increase the mode I stress-intensity factor at the crack tip
and reduce the stability of the cracks at the foundation of the gravity dam.
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